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Schedule III - Monitoring Programme
After implementation

IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make

Date: 21.05.2018

[Production Start Time: 8.00 AM

|Production Stop Time: 8.00 am

Total
Total Tot.al Tapping . Power
Grade Charge Melting Time Melting Temp Pouring Temp Total LM Consannt SEC
Material Time ion
(kg) (Min) (&) (°C) (kg) (kWh) | (kWh/kg)
Start End First Last

300 1,320 8.2 9.35 75 1430 1372 1342 1,296 822 0.634
1030 1,190 9.35 11.2 95 1410 1368 1340 1,169 638 0.540
1030 1,200 11.2 12.3 70 1415 1369 1339 1,180 757 0.642
1030 1,250 12.3 1.55 85 1410 1365 1342 1,224 632 0.516
1030 1,085 1.55 3 65 1405 1374 1341 1,062 665 0.626
1030 1,200 3 4.15 75 1416 1376 1346 1,080 635 0.588
300 1,031 4.15 53] 55 1410 1365 1338 1,044 612 0.586
300 1134 5.1 6.2 70 1418 1372 1348 1180 589 0.499
260 1,027 6.2 7.4 80 1501 1400 1385 1,008 647 0.642
260 1,141 8.2 9.1 50 1468 1410 1385 1,120 522 0.466
260 1030 9.1 10.05 55 1470 1415 1380 1008 479 0.475
260 1,140 10.05 11.1 65 1480 1405 1375 1,120 547 0.488
260 1,340 11.1 12.4 90 1501 1410 1378 1,290 900 0.698
15088 14,781 8,445] 0.571

For Porwal Auto Components Ltd

1,

Authorised Signatoty




Schedule II1 — Monitoring Programme L
After implementation
IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make
Date: 31.05.2018 |Production Start Time: 8,00 AM |Production Stop Time: 8.00 am
Total
Total .

N(l.‘xmd.c C-];'::_ngle Melting Time Me_lling T_}'zpml:g Pouring Temp Total LM C::sz:p : SEC

aterial Time -

(kz) (Min) °C) (°C) (kp) § (kWh) |{kWh/kg}
Start End First Last

500 1,088 8.5 10 70 1490 1389 1370 1,067 615 0.576
1030 1,078 10 11.3 90 1498 1380 1360 1,056 605 0.573
1030 1,280 11.3 12.5 80 1440 1390 1365 1,161 604 0.520
1030 1,050 12.5 2.5 120 1410 1370 1340 1,090 627 0.575
1030 504 2.5 3.5 60 1500 1375 1345 647 390 0.603
1030 810 3.5 5.2 90 1430 1372 1339 780 606 0.777
300 1,050 5.2 6.2 60 1500 1390 1372 | 906 560 0.618
300 1000 6.2 7.35 75 1501 1395 1375 924 611 0.661
260 1,127 9 10.2 80 1510 1392 1369 1,038 625 0.602
260 1,062 10.2 11.1 50 1500 1375 1341 1,031 536 0.520
260 1082 11.1 12.3 80 1490 1368 1342 1063 601 0.565
260 1,182 12.3 2.05 95 1460 1371 1345 1,176 646 0.549
260 1,062 2.05 3.1 65 1510 1365 1341 1,026 539 0.584
260 1072 3.1 4.1 60 1470 1370 1340 1038 591 0.569
260 1,142 4.1 5.25 75 1482 1375 1345 1,132 671 0.593
1030 1,180 5.25 6.4 75 1412 1370 1335 1,180 624 0.529
300 1,680 6.4 8.2 100 1420 1372 1342 1,680 825 0.491
18449 17,995 10,336 0.574

For Porwal Auto Components Ltd.,

Authorised Signatory.
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Schedule ITI - Monitoring Programme \4
After implementation
IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make
Date: 2.06.2018 |Production Start Time: 8.00 AM |Production Stop Time: 8.00 am
Total TOt:dl Tapping . 13;)0\:111'
Grade R Melting Time Melting Temp Pouring Temp Total LM s SEC
Material Time e
(kg) (Min) (*C) (°C) (kg) (kWh) | (kWh/kg) |
Start End First Last

500 912 9.25 10.4 75 1500 1385 1371 900 527 0.586

1030 980 10.41 12.38 117 1450 1369 1339 972 721 0.742

1030 950 12.4 2.55 135 1485 1372 1342 972 716 0.737

1030 1,070 2.56 4.00 64 1480 1375 1345 1,060 574 0.542

1030 900 4.04 6.48 164 1655 1592 1372 876 726 0.829

1030 850 6.5 7.55 65 1670 1589 1370 822 473 0.575

300 1,040 9 10 60 1505 1370 1342 1,008 596 0.591

300 1030 10 11.15 75 1510 1371 1340 1016 650 0.640

260 1,100 11.15 12.2 65 1472 1375 1346 1,080 554 0.513

260 1,275 12.2 1.3 7 1420 1368 1339 1,280 616 0.481

260 1110 1.3 3.17 107 1470 1372 1345 1080 756 0.700

260 1,070 3.2 4.17 57 1505 1375 1342 945 472 0.499

260 1,030 417 5.3 73 1492 1368 1338 1,095 653 0.596

260 1100 5.3 7 90 1497 1410 1380 1093 636 0.582

260 1,150 7 8 60 1520 1420 1385 1,175 546 0.465
1030

15567 15,374 9,216| 0.599

For Porwal auto Components Ltd

Authbrised Signatory
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IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make

Schedule III — Monitoring Programme
After implementation

Date: 28.06.2018

|Production Start Time: 8.00 AM

IProduction Stop Time: 8.00 am

Total
Total TOt?l Tapping : Power
Grade . . Melting Pouring Temp Total LM SEC
. | Charge Melting Time . Temp Consumpt
Material Time ion
(kg) (Min) (°C) ¢C) (kg) (kWh) | (kWh/kg)
Start End First Last
500 1,013 8.51 10 69 1520 675 604 0.895
1030 1,036 10.01 11 59 1515 1386 1372 1,005 503 0.500
1030 1,020 11.01 12.40 99 1515 1388 1368 1,042 617 0.592 |
1030 780 1.45 2.28 43 1435 1389 1355 750 389 0.519
1030 1,004 2.3 34 70 1440 1365 1347 1,014 600 0.592
1030 1,040 3.45 4.55 70 1425 1369 1347 1,086 623 0.574
300 1,021 5 6.15 75 1430 1365 1348 850 541 0.636
300 877 6.2 7.15 55 1410 1359 1342 1005 532 0.529
260 690 7.15 8.5 95 1410 1357 1346 840 546 0.650
260 860 8.51 10.05 74 1450 1359 1342 840 544 0.648
260 860 10.06 11.2 74 1450 1357 1339 840 596 0.710
260 962 11.21 1.15 114 1500 1387 1371 918 645 0.703
260 962 1.16 2.35 79 1500 1390 1370 963 590 0.613
260 962 2.36 3.5 74 1500 1388 1374 928 544 0.586
260 1,200 3.51 5.3 929 1550 1436 1420] 1,188 683 0.575
1030 1,012 5.31 6.45 74 1500 1389 1372 1,050 743 0.706
15299 14,994 9,300 0.620

For Porwal auto Components Lid

S

Authorised Signatory



Schedule 11T — Monitoring Programme
After implementation

IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make

Date: 10.07.2018

|Production Start Time: 8.00 AM

[Production Stop Time: 8.00 am

Total
Total Tot.al Tapping : Power
Grade . . Melting Pouring Temp Total LM SEC
: Charge Melting Time - Temp Consumpt
Material Time et
kg) i) | ¢c) ¢O) ke | kWh) |kwikg)|
Start End First Last
260 1,000 8.2 9.3 70 1500 1390 1370 944 629 0.666
1030 1,090 9.3 10.5 80 1540 1395 1372 1,075 684 0.636
1030 1,050 10.5 12.1 80 1500 1398 1370 1,080 631 0.584
1030 1,000 12.1 1.25 75 1450 1400 1372 1,194 667 0.559
1030 620 1.25 2 35 1500 1398 1365 560 349 0.623
1030 950 2 3.1 70 1450 1389 1367 890 543 0.610
300 1,012 3.1 4.15 75 1530 1370 1342 1,056 603 0.571
300 1000 4.15 52 65 1430 1372 1341 770 498 0.647
260 1,053 8.1 9.4 90 1550 1375 1345 1,080 700 0.648
260 1,111 9.4 10.4 60 1510 1376 1340 1,080 582 0.539
260 1076 10.4 11.3 50 1523 1380 1350 1044 564 0.540
260 1,033 11.3 12.5 80 1550 1385 1355 890 678 0.762
260 962 12,5 1.5 60 1545 1390 1365 1,058 539 0.509
260 932 1.5 3.2 90 1543 1385 1355 832 646 0.776 |
260 1,060 3.2 4.2 60 1530 1395 1375 1,053 564 0.536
1030 800 4.2 5.3 70 1535 1396 1370 852 560 0.657
300 625 5.3 6.2 50 1450 1400 1365 600 444 0.740
16374 16,058 9,881 0.615

For Porwal auto Components Lid

=

Authorised Signatory
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Schedule III - Monitoring Programme
After implementation
IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make
|Date; 26.07.2018 |Production Start Time: 8.00 AM {Production Stop Time: 8.00 am
Total To{al Tapping . I}:::;lr
Grade - . Melting Pouring Temp Total LM SEC
. Charge Melting Time . Temp Consumpt
Material Time e
(kg) (Min) Q) (°C) (kg) kWh) | (kWh/kg)
Start End First Last

300 960 8.2 9.35 75 1430 1372 1345 960 683 0.711
1030 980 9.35 10.4 65 1425 1370 1340 980 545 0.556
1030 1022 10.4 11.5 70 1505 1410 1395 1,000 596 0.596
1030 1042 11.5 12.5 60 1510 1411 1397 1,010 567 0.561
1030 962 12.5 1.2 90 1505 1390 1375 945 669 0.708
1030 1000 1.2 2 40 1428 1370 1342 980 497 0.507
300 1020 2 2.05 65 1420 1375 1345 1,018 568 0.558
300 1030 2.05 3.1 65 1430 1372 1340 1000 563 0.563
260 720 8.2 9.45 85 1425 1375 1346 715 553 0.773
260 1022 9.35 11 85 142 1370 1342 1,000 560 0.560
260 852 10.45 11.45 60 1522 1389 1370 816 593 0.727
260 1052 11.4 1.3 110 1512 1370 1345 1,048 698 0.666
260 767 12,5 2.1 80 1515 1379 1345 765 523 0.684
260 1084 2.15. 3.15 60 1521 1385 1355 1050 549 0.523
260 1112 3.2 4.3 70 1530 1380 1350 1,080 640 0.593
1030 1033 4.3 5.4 70 1510 1385 1360 780 540 0.692
500 714 5.5 6.4 50 1516 1390 1355 900 552 0.613
500 762 6.5 8 70 1500 1416 1395 760 580 0.763
17134 16,807 10,476| 0.623

For Porwal Auto Components Ltd ;

P
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Schedule IIT — Monitoring Programme
After implementation
IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make
Date: 03.08.2018 |Production Start Time: 8.00 AM [Production Stop Time: 8.00 am
Total plota) Tapping . l;l;:’\:ilr
Grade . " Melting Pouring Temp Total LM SEC
» Charge Melting Time . Temp Consumpt
Material Time ion
(kg) (Min) C) (C) (kg) (kWh) | (kWh/kg) |
Start End First Last
450 950 8.25 9.55 90 1535 1402 1390 980 706 0.720
1030 995 9.55 11.35 100 1520 1391 1375 980 580 0.592
1030 940 11.35 1.09 94 1510 1379 1345 930 683 0.734
1030 995 1.10 2,25 75 1517 1382 1375 990 572 0.578
1030 970 2.3 3.55 85 1652 1590 1578 850 698 0.821
1030 940 3.57 6.05 128 1661 1589 1573 950 661 0.696
300 950 6.1 7.5 65 1520 1366 1345 930 647 0.696
300 930 7.15 8.2 65 1430 1365 1342 900 457 0.508
260 1215 8.4 10.4 120 1420 1364 1342 1,200 721 0.601
260 925 10.4 11.5 70 1440 1361 1340 962 584 0.607
260 1100 11.5 12.5 60 1435 1368 1345 1050 528 0.503_ |
260 925 12,5 2,25 120 1430 1366 1342 1,003 679 0.677
260 1040 2.25 3.25 60 1425 1365 1343 935 464 0.496
260 1055 3.25 4.25 60 1420 1365 1340 885 451 0.510
260 1030 4.25 5.35 70 1660 1585 1571 1,131 650 0.575
1030 951 5.35 6.4 65 1680 1592 1579 987 568 0.575
400 540 6.4 7.5 70 1500 1390 1370 900 554 0.616
16891 16,563 10,203| 0.616

Eor Poiwal Aute Components Ltd.,
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Schedule III — Monitoring Programme N
After implementation
IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make
Date: 22.08.2018 |Production Start Time: 8.00 AM |Production Stop Time: 8.00 am
Total e Tapping - l;?\:'z‘r
Grade : " Melting Pouring Temp Total LM SEC
Material Charge Melting Time Time Temp Consumpt
ion
(kg) (Min) (°C) (°C) kg) (kWh) | (kWh/kg)
Start End First Last

500 880 8.15 9.25 70 1505 1395 1375 875 577 0.659
1030 1060 9.25 10.25 60 1501 1392 1370 1,055 577 0.547
1030 1020 10.5 12.00 70 1495 1385 1385 1,065 549 0.515
1030 1005 12 1%25! 85 1490 1396 1372 1,002 610 0.609
1030 965 1.25 2.55 90 1495 1391 1375 960 678 0.706
1030 900 2.55 4.25 90 1440 1400 1380 896 585 0.653
300 900 4.25 5.35 70 1440 1387 1375 896 588 0.656
300 990 5.35 7 85 1650 1593 1585 986 593 0.601
260 995 7 8.3 90 1640 1596 1587 985 586 0.595
260 1020 8.35 10 85 1420 1369 1342 1,000 565 0.565
260 1010 10.05 11.2 75 1400 1366 1340 1000 585 0.585
260 1340 11.3 12.55 85 1400 1360 1340 1,030 517 0.502
260 935 1 3 120 1400 1373 1345 1,150 800 0.696
260 1033 3.1 4.25 75 1510 1396 1372 945 501 0.530
260 876 4.3 6 90 1500 1384 1370 945 599 0.634
1030 977 [ 7.1 70 1493 1410 1390 945 604 0.639
15906 15,735 9,514| 0.605

For Porwal auto Components Ltd ,

Authorised Signatory
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Schedule III — Monitoring Programme
After implementation

IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make

Date: 06.09.2018 |Production Start Time: |Production Stop Time:
Total
Grade | Total Tmfll Tapping : Power
Materia| Charge Melting Time N'[I‘eilz::zg Temp Pouring Temp WIEREL Consumpt BEC
] ion
(kg) Min) | €O 0) (k) | Gwh) |(kWivkg)
Start End First Last
300 1,540 8.5 10.3 100 1405 1378 1365 1,180 658 0.558
400 772 10.3 12.1 100 1505 1414 1380 1,100 736 0.669
500 1,022 121 1.2 70 1508 1404 1380 808 398 0.493
260 1,160 1.2 3 160 1410 1370 1342 1,330 731 0.550
260 1,060 3 54 160 1400 1379 1365 1,040 589 0.566
260 1,150 5.4 7.1 90 1395 1360 1342 1,116 634 0.568
260 1,216 7.1 9.25 75 1400 1371 1352 1,195 750 0.628
400 1042 9.25 11 95 1530 1386 1365 900 579 0.643 |
300 1,111 11 12.4 100 1401 1359 1345 1,090 683 0.627
300 1,010 12.4 242, 100 1405 1362 1342 1,090 667 0.612
300 1169 2.2 3.5 90 1420 1367 1345 1150 700 0.609
300 1,019 3.5 5 70 1415 1354 1332 1,000 523 0.523
300 1,051 5 6.05 65 1410 1361 1340 1,030 532 0.517
300 1022 6.05 7.1 65 1422 1355 1340 1050 513 0.489
300 891 7.1 8.3 80 1418 1408 1380 862 406 0.471
16235 15,941 9,099 0.571

Ff)r Pnrwa' Aut

ows Ld

Autimrlsed Signatory
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Schedule IIT — Monitoring Programme
After implementation
IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make
Date: 29.09.2018 |Production Start Time: 7.00 AM |Production Stop Time: 8.00 am
Total TOt?l Tapping : PToc:?elr
Grade " ' Melting Pouring Temp Total LM SEC
. Charge Melting Time . Temp Consumpt
Material Time T
(ke) (Min) (°C) (°C) (kg) (kWh) | (kWh/kg)
Start End First Last
300 1015 7:2 8.52 92 1434 1365 1341 1,000 519 0.519
300 1020 8.52 10.15 83 1430 1372 1345 1,000 473 0.473
500 1022 10.15 11.3 75 1535 1375 1349 916 643 0.702
260 1000 11.3 12.45 75 1510 1459 1399 974 516 0.530
260 1010 12.45 2.25 100 1508 1432 1409 1,010 615 0.609
260 1000 2.25 3.5 85 1510 1428 1401 985 562 0.571
300 860 35 5.06 76 1426 1365 1345 890 550 0.618
300 853 5.06 6.15 69 1420 1372 1340 825 455 0.552
1030 900 6.15 8.25 130 1672 1593 1575 850 810 0.953
300 1000 8.25 9.5 95 1400 1375 1343 975 561 0.575
300 990 9.5 11.15 85 1410 1371 1342 980 556 0.567
300 1050 11.15 12.3 75 1420 1368 1339 1,020 515 0.505
300 980 1223 1.35 65 1400 1370 1341 941 553 0.588
300 1045 K35 2.5 75 1420 1376 1345 1018 582 0.572
300 1040 2.5 4.1 80 1420 1365 1340 1,020 608 0.596
300 1050 4.1 5.15 65 1417 1368 1346 1,018 585 0.575
300 1052 5.15 6.3 75 1360 1345 1335 1,018 570 0.560
300 960 6.3 7.4 70 1430 1375 1345 1,018 583 0.573
17847 17,458 10,256] 0.587 |

For Porwal auto Components Ltd.,,

AutHhorised Signatory



Schedule III — Monitoring Programme
After implementation

IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make

(4x)
N\

SN
wate: 05.10.2018 Production Start Time: 08.00 AM Production Stop Time: 08.00 AM
Total Tot_al Tapping . I;l;(:/fr
Grade ; . Melting Pouring Temp Total LM SEC
" Charge Melting Time . Temp Consumpt
Material Time T
(kg) (Min) (°C) CC) (kg) (kWh) { (kWhkg) |
Start End First Last

300 1001 8:2 9:2 60 1420 1364 1347 962 535 0.556
260 1000 9:27 10:3 63 1528 1432 1411 954 718 0.753
300 734 11.1 12:1 60 1410 1359 1344 780 467 0.599
300 1020 12.2 1.4 80 1417 1369 1354 1,008 659 0.654
500 950 1.55 2.55 60 1508 1383 1367 920 738 0.802
450 900 3.3 4.3 60 1521 1414 1398 750 520 0.693
400 1000 4.45 5.45 60 1507 1384 1368 1,008 606 0.601
500 1000 515 6.5 60 1520 1380 1371 960 685 0.714
500 1020 7 8 60 1537 1389 1375 1,008 518 0.514
500 1010 8.1 8.55 45 1510 1376 1359 980 578 0.590
500 1017 9.05 10.05 60 1500 1377 1380 1017 700 0.688
500 1027 10.2 11.2 60 1510 1379 1365 960 672 0.700
300 1530 11.45] 12.45 60 1405 1361 1342| 1,523 821 0.539
500 1070 1%3 2.3 60 1508 1381 1366] 1052 650 0.618
260 746 2.5 3.5 60 1500 1406 1394 960 537 0.559
250 1162 4.1 5 50 1503 1407 1392| 1,152 642 N.557
STEEL 1040 5.25| 6.25 60 1663 1586 1575| 980 642 0.655
STEEL 1020 6.35 8 85 1645 1581 1572 980 703 0.717
18247 17,954 11,391 0.634

e
or Porwal auto Com

%anw Ltd"

Authorised Signatory
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Schedule III - Monitoring Programme
After implementation
IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make
. ate: 29.10.2018 |Production Start Time: 08.00 AM |Production Stop Time: 08.00 AM
Total ol Tapping : P’I;ovtvaelr
Melting Pouring Temp Total LM SEC
Grade | Charge . " ; Temp Consumpt
Material Melting Time Time T
(kg) (Min) (°C) CO (kg) (kWh) | (kWh'kg)
Start End First Last

300 1174 07:12 9:4 148 1412 1371 1348 1,152 802 0.696
500 1034 10.35 11.4 65 1510 1390 1376 810 625 0.772
450 862 12.2 1.2 60 1512 1391 1374 1,000 765 0.765
450 1094 2 3.5 60 1500 1391 1374 1,067 575 0.539
400 1078 4.1. 5.1 60 1501 1364 1340 1,048 591 0.564
350 1051 5.15 6.2 65 1400 1365 1340 1,072 644 0.601
350 1059 6.35 08:40 65 1420 1366 1341 1,055 705 0.668
500 1130 09,05 10;00 55 1510 1397 1381 1072 654 0.610
500 1197 10,05 11,05 60 1525 1399 1378 1,050 633 0.603
500 1225 11;35 12;30 55 1535 1406 1385 1,072 591 0.551
300 1075 12;35 1;40 65 1420 1369 1332 1070 602 0.563
300 1050 1;45 2,45 60 1425 1367 1345 1,140 529 0.464
300 1075 02,50 03,55 65 1430 1373 1350 1,080 638 0.591
300 1100 04,00 05;05 65 1435 1367 1341 1080 528 0.489
300 1100 05;15 06;15 60 1420 1401 1387 1,080 634 0.587
300 1193 06,35 07;35 60 1425 1398 1373 1,200 625 0.521
17497 17,048 10,141} 0.595

For Porwal Auto Components Ltd
-

==
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Schedule III — Monitoring Programme N
After implementation
IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make
.
hte: 02.11.2018 |Production Start Time: 08.00 AM |Production Stop Time: 08. AM
Total
Total Lote Tapping . Power
Grade . - Melting Pouring Temp Total LM SEC
. Charge Melting Time - Temp Consump
Material Time tion
(kg) (Min) (°C) (°C) (kg) (kWh) | (kWh/kg)
Start End First Last
300 1101 08:10 09:39 79 1415 1363 1339 1,089 634 0.582
300 1100 09:45 11:25 60 1412 1367 1344 1,090 649 0.595
300 1150 11:30 12,45 60 1400 1365 1348 1,142 546 0.478
260 1070 01:10 0.08 58 1510 1400 1382 1,156 757 0.655
260 1159 02:20 03:30 60 1500 1413 1386 1,062 582 0.548
260 1100 03:35 04:55 60 1500 1405 1370 1,088 625 0.574
260 1060 05:20 06:30 60 1470 1403 1372 930 606 0.652
1030 1030 06:50 09:15 80 1691 1597 1564 875 843 0.963
260 873 10:10 11:30 70 1475 1394 1378 784 662 0.844
260 904 11:30 01:15 60 1455 1392 1375 1,008 670 0.665
300 980 01:15 02:30 45 1410 1591 1565 950 500 0.526
1030 780 02:30 03:50 65 1658 1591 1565 980 639 0.652
260 950 03:50 4,50 50 1465 1393 1368 896 480 0.536
260 930 04:50 06:00 55 1460 1387 1364 900 588 0.653
260 1050 06:00 07:05 65 1457 1417 1399 1,037 625 0.603
15237 14,987 9,406 0.628

For Porwal auto Components Lt

Nz

Authorised Signatory
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Schedule III — Monitoring Programme
After implementation

IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make

&)

Date: 27.11.2018

Production Start Time: 08.00 AM

Production Stop Time: 8.00 AM

Total - ok
Grade Jj | ol e Melting | "2PP8 | pouring Temp | Totaim | POV | skc
; Charge Melting Time . Temp Consumpt
Material Time Ty
(kg) (Min) (°C) &Y (kg) (kWh) | (kWhkg)
Start End First Last

300 1022 8.2 9.3 70 1450 1412 1386 980 600 0.612
300 981 9.3 11.2 110 1430 1366 1335 980 676 0.690
260 1020 11.2 12.4 B0 1490 1391 1370 854 578 0.677
260 867 12.4 2 80 1500 1401 1375 976 601 0.616
1030 934 2.1 3.55 105 1662 1590 1574 845 734 0.869
260 835 3.55 5.15 80 1470 1393 1379 854 550 0.644
260 1030 5,15 06,20 65 1500 1395 1377 976 455 0.466
260 1041 6;20 7,46 86 1500 1399 1375 1098 630 0.574
260 985 08;15 09,25 70 1510 1395 1374 976 650 0.666
500 1038 09,28 10;45 77 1515 1409 1388 1,026 659 0.642
500 1085 10,48 12,00 72 1518 1382 1365 1075 670 0.623
500 1100 12,04 1;15 71 1528 1389 1367 1,090 610 0.560
500 1083 1,15 2,35 80 1535 1410 1382 1,022 651 0.637
1030 860 02;26 03;50 84 1665 1579 1563 850 623 0.733
1030 1150 04;00 05,10 70 1645 1587 1564 980 651 0.664
300 1060 05;15 06,20 65 1425 1386 1347 1,150 561 0.488
450 1003 06;20 07,35 75 1527 1412 1372 1,000 630 0.630
17094 16,732 10,529| 0.629

For Porwal a

uyents Ltu

Authorised Signatory



Schedule IV — Commission Schedule Planed Vs Actual

| - May, 2018 June, 2018
Activity
l!‘ zl'ld 3“' 4“1. l!‘ zlld 3"1 4“1
PLAN
PO Release
PLAN
Advance
PLAN
Work Progress
PLAN
Inspection
PLAN
Delivery
PLAN
Erection
PLAN
Commissioning
PLAN
Trial

For Porwal Auto Components Ltd,

’
T"Iang zIng Dlrector,




Schedule V — Performance Data

Before implementation

650 KW Dual Track 1 Ton Crucible Melting Furnace of

Inductotherm Make
Month Power Consumption (kWh) Total LM (MT)
Apr-17 278838 380.918
May-17 295531 419.179
Jun-17 340327 479.103
Jul-17 368644 511.002
Aug-17 288228 401.465
Sep-17 357616 489.583
Oct-17 303972 414.130
Nov-17 408008 567.099
Dec-17 392870 551.728
Jan-18 373886 507.944
Feb-18 347145 452.467
Mar-18 295070 381.128
Apr-18 246011 323.536
May-18 145756 196.170
Jun-18 156170 216.688
Jul-18 220724 282.620
Aug-18 70881 93.004
Total 4889677 6667.764
SEC (kWh/MT) 733.33

For Porwal Auto Components Limited

Maﬁ&alig Director



Schedule V — Performance Data
After implementation

IGBT Base 750 KW 1 Ton Crucible Melting Furnace of Oritech Make

Month Power Consumption (kWh) Total LM (MT)
May-18 128315 208.231
Jun-18 228219 364.676
Jul-18 183569 295.261
Aug-18 153830 241.539
Sep-18 241884 387.383
Oct-18 250131 404.728
Nov-18 208081 326.197
Total 1394029 2228.015
SEC (kWh/MT) 625.68

For Porwal Auto Components Limited

Mafiay ng Director



