PERFORMANCE BEFORE IMPLIMANTETION OF TECHNOLOGY

EXISTING SYSTEM DATA

FOR GLAZE BALLMILL ‘6’X’4’ CHARGING WITH NATURAL LINING /PEBELS
(PEBELS 1200 KG )

Month Total Ball mill Charge Loading Of Grinding Motor GLAZE
' In Month Nos material/mill Hours Per H.P. RECIDUE ON
Charge / Kwh . 300#MESH%
consumed per
charge
MAY2017 16 600KG 22H/49 Kwh 3HP - 0.25%
JUNE2017 12 600KG 22H/49 Kwh 3HP 0.30%
JULY2017 13 600KG 22H/49 Kwh 3HP ’ 0.15%
AUG2017 14 600KG 22H/49 Kwh 3HP 0.25%
SEP2017 14 600KG 22H/49 Kwh 3HP 0.30%
0CT2017 15 600KG 22H/49 Kwh 3HP 0.30%
NOV2017 15 600KG 22H/49 Kwh 3HP 0.15%
DEC2017 16 600KG 22H/49 Kwh 3HP 0.20%
JAN2018 15 600KG 22H/49 Kwh 3HP - 0.20%
FEB2018 13 600KG 22H/49 Kwh 3HP 0.25%
MAR2018 12 600KG 22H/49 Kwh 3HP 0.30%
APR2018 14 600KG 22H/49 Kwh 3HP 0.35%
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